
Fatigue of a Wrench 
The below shows a wrench that is loaded as shown and is produced from aluminium 6061.  

Determine after how many cycles of FULLY REVERSED loading that this would fail at.  What if this 

part were to be made of steel?  What cyclic load would need to be applied before fatigue occurred? 

 

 

 


